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JAPANESE INDUSTRIAL STANDARD JIS

Phosphatizing Compounds under Painting K 3151~-1968

1. Scope

This standard specifies the phosphatizing compounds to be used in the prepara-
tion of baths for phosphatizing coating of iron and steel, hereinafter referred to as
"the compound'',

2, Type

The compound shall consist of four types and compositions as specified in
Table 1.

Reference Standards:

JIS G 3310-Cold Rolled Steel Sheet and Plate

JIS K 5400-General Testing Method for Coatings

JIS K 5572~ Alkyd Resin Enamel

JIS K 5652-Amino Alkyd Resin Enamel

JIS K 8107-FEthylenediaminetetraacetic Acid Disodium Salt
JIS K 8434-Chromium Trioxide (Chromic Acid)

JIS K 8447-Sodium Cyanide

JIS K 8576~Sodium Hydroxide

JIS Z 0228-Method of Wetting Test for Rust Preventing Oil
JIS Z 2371-Methods of Salt Spray Testing

JIS Z 2912-Methc;d of Rust Growth Test

JIS Z 8401-Rules for Rounding off of Numerical Values
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