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1. Scope

This Japanese Industrial Standard specifies the phthalic anhydride for
industrial use as an organic intermediate.

. 2. Quality

The quality of phthalic anhydride shall be tested in accordance with 4. and
shall comply with the requirements specified in the following Table.

Table
Item ‘ | Quality

Appearance White solid
Colour of molten material (Hazen) 30 and under
Solidifying point °C 130.5 and over
Heat stability (Hazen) 60 and under
Purity % 99.5 and over

‘ Confent of free acid ] 0.5 and under
Ash content $ 0.05 and under

3. Sampling Method
PN The sampling method shall be in accordance with 3. of JIS K 4101 .

4. Test Methods

4,1 General Matters General matters common to this test shall be in
accordance with 2 of JIS K 4101.

4.2 Appearance The appearance shall be in accordance with visual
observation.

‘ Applicable Standards and Corresponding International Standards: See page 7,
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