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Japanese Text
Established by Minister of International Trade and Industry
Date of Establishment: July 25, 1950
Date of Revision: June 1, 1965

Daté.of Reaffirmation:
Date of Public Notice in Official Gazette: June 1, 1965

Investigated by: Japanese Industrial Standards Committee
Techni¢al Committee on Mineral Pigment
(Chairinan; KODAMA Masao)
Divisional Council on Chemistry
(Chairman: AOYAMA Atojiro)

This English translation is published by:
Japanese Standards Association
89, Hitotsugi~cho, Akasaka, Minato-ku,
Tokyo, Japan

Translation without guarantee

In event of any doubt arising the original
standards in Japanese are to be evidence
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