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1. Scope

This Japanese Industrial Standard specifies phosphorescent pigments(?)
which after being illuminated by solar light or artificial illumination light emit
light in a dark place, to be used for phosphorescent matemal of phosphorescent
safety signal board.

Note (!) The pigment having zinc sulfide added with micro-amount of
copper or the like as the main component..

2. Quality

The quahty of phosphorescent p1gments when tested according to 4.
shall be as given in Table 1.

Q ' ~ Table 1. - Quality
- Item : ' , Quahty
Color , , - |To be in the range of chromatlclty coordinates

,shown in Table 2.

‘Fluorescent color | The wavelength of peak is to be 525 x 10 nm.

Phosphorescent : After 5 min: 40 min.
i 2
luminance med/m ‘|After 10 min; 16 min,

After 20 min: 6 min,

Heat res1stance Change in color shall not be " found

nght res1stance Change in color shall not be found and lowerlng
g , | of phosphorescent luminance not more than 10 %
b Grading um - Average partlcle size shall be 15 to 30

Mo,isturecontent % 0.2 max.

Water-soluble content %|1.0 max.

e

Applicable Standards: See page 5,
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