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| @ JAPANESE INDUSTRIAL STANDARD JI8
Ready Mixed Paints K 5511-1983
1, Scope
This Japanese Industrial Standard specifies the ready mixed paints used for
painting of the steel part and wooden part of buildings, and the iron and steel
buildings, hereinafter referred to as the '"ready mixed paints",

Remark: The ready mixed paints are liquid paints having the properties of
air-drying by oxidation and suitable for brushing, and produced
by mixing white pigment, chromatic colour pigment and extender
pigment and others with boiled oil.
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2, Classes
)
The ready mixed paints shall be classified into the following three classes:
(1) Ready mixed white paint
(2) Ready mixed tint colour paint
(3) Ready mixed colour paint
3. Quality
The quality of ready mixed paints shall be tested in accordance with 5. and
comply with the specifications in Table 1,
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Applicable Standards and Corresponding International Standards: See page 7.
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