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JAPANESE INDUSTRIAL STANDARD JIS

Vinyl chloride resin primer K 5583-1995
1. Scope This Japanese Industrial Standard specifies vinyl chloride resin
primer.

Remarks 1. Vinyl chloride resin primer is liquid, opaque, and evapora-
tively dryable coating suitable for primary coat when
making coating with vinyl chloride resin enamel, and this

. primer, whose main film composing element 1s polyvinyl
chloride, can form paint film in short duration with
natural drying when it is sprayed.

Vinyl chloride resin primer is manufactured by
dispersing pigments in vehicle which has been prepared by
dissolving polyvinyl chloride, treated previously with

plasticizer, in solvent.

2. The standards cited in this Standard shall be listed as
follows:

JIS K 5400 Testing methods for paints
JIS K 5407 Testing methods for paint components
JIS K 5410 Panels for testing of paints
JIS K 5500 Glossary of paint terms
JIS K 5582 Vinyl chloride resin enamel
JIS K 8541 Nitric acid
JIS K 8550 Silver nitrate
3. The terms used in this Standard shall‘follow JIS K 5500.

2. Quality The quality shall conform to the requirements in Table 1 when
tested in accordance with 4.
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