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JAPANESE INDUSTRIAL STANDARD

JIS K 5600-5-3: 1999

Testing methods for paints — Part 5: Mechanical property of film —

Section 3: Falling-weight test

ERRATA

November, 2002

Page 2, line 22

In 3.1, the value is replaced as follows:

Error: in 35 mm
Correct: in 3.5 mm

Page 2, line 30
3.3

Error: the falling ball
Correct:  the falling-weight

Remarks: This erratum is for correcting the first edition of this Standard.
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JAPANESE INDUSTRIAL STANDARD
JIS K 5600-5-4: 1999
Testing methods for paints — Part 5: Mechanical property of film —
Section 4: Scratch hardness ( Pencil method )
November, 2002

ERRATA

Page 4, Subclause 8.5

Error: JIS K 5600-1
Correct:  JIS K 5600-1-7

Remarks: This erratum is for correcting the first edition of this Standard.
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