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JAPANESE INDUSTRIAL STANDARD

JIS
K 5661-1970

Fire-retardant Paints for Buildings
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(a)

The test plate shall be Grade 1
No. 2 veneer cored plywood
specified in Japanese Agricultural
Standard, which has been composed
of both face plates, top and back,
each approx. 1 mm thick, of SHINA
wood and a core, approx. 4 mm
thick, of lauan wood. This test
plate shall be selected so that it
is free from any defects, such as
node, crack, clearance, fissure,
etc.

The test plate shall be
Grade 1 No. 2 veneer cored
plywood specified in
Japanese Agricultural
Standard (approx. 4 mm
thick), which is composed
of two face plates, top
and back, each approx. 1
mn thick, of SHINA wood
and a core, approx. 2 mm
thick, of lauan wood.
This test plate shall be
selected so that it is
free from any defects,
such as node, crack,
clearance, fissure, etc.
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k.

Transglation without guarantee
In the event of any doubt arising, the original
standard in Japanese is to be evidence
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