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This Japanese Industrial Standard has been revised by the Minister of 
Economy, Trade and Industry through deliberations at the Japanese In-
dustrial Standards Committee as the result of proposal for revision of 
Japanese Industrial Standard submitted by Japan Paint Manufacturers 
Association (JPMA) with a draft being attached, based on the provision of 
Article 12, paragraph (1) of the Industrial Standardization Act applied 
mutatis mutandis pursuant to the provision of Article 16 of the said Act. 
This edition replaces the previous edition (JIS K 5668 : 2010), which has 
been technically revised. 

This JIS document is protected by the Copyright Act. 

Attention is drawn to the possibility that some parts of this Standard 
may conflict with patent rights, published patent application or utility 
model rights. The relevant Minister and the Japanese Industrial Stand-
ards Committee are not responsible for identifying any of such patent 
rights, published patent application or utility model rights. 

 

Foreword 
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Textured paints (synthetic resin emulsion type) 

 

1  Scope 

  This Japanese Industrial Standard specifies the requirements for liquid textured 
paints (synthetic resin emulsion type) mainly used for interior and exterior finishing of 
buildings 1), which are mainly made of synthetic resin emulsion and pigment or those 
added with a filler, and not containing formaldehyde system antiseptics, urea resin, 
phenol resin or melamine resin. 

Note 1) There are such as stipple finish, orange-peel finish and lunar-surface 
finish. 

2  Normative references 

  Part or all of the provisions of the following standards, through reference in this text, 
constitute provisions of this Standard. The most recent editions of the standards (in-
cluding amendments) indicated below shall be applied. 

JIS A 1408 Test methods of bending and impact for building boards 

JIS A 5430 Fibre reinforced cement boards 

JIS G 4305 Cold-rolled stainless steel plate, sheet and strip 

JIS H 3100 Copper and copper alloy sheets, plates and strips 

JIS K 2235 Petroleum waxes 

JIS K 3302 Laundry bar soaps 

JIS K 5500 Glossary of terms for coating materials 

JIS K 5600-1-1 Testing methods for paints — Part 1 : General rule — Section 1 : 
General test methods (conditions and methods) 

JIS K 5600-1-2 Testing methods for paints — Part 1 : General rules — Section 2 : 
Sampling 

JIS K 5600-1-3 Testing methods for paints — Part 1 : General rule — Section 3 : 
Examination and preparation of samples for testing 

JIS K 5600-1-4 Testing methods for paints — Part 1 : General rule — Section 4 : 
Standard panels for testing 

JIS K 5600-1-6 Testing methods for paints — Part 1 : General rule — Section 6 : 
Temperatures and humidities for conditioning and testing 

JIS K 5600-1-8 Testing methods for paints — Part 1 : General rule — Section 8 : 
Reference sample 

JIS K 5600-2-7 Testing methods for paints — Part 2 : Characteristics and stability 
of paints Section 7 : Storage stability 
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JIS K 5600-3-2 Testing methods for paints — Part 3 : Film formability — Section 
2 : Surface-drying test (Ballotini method) 

JIS K 5600-4-3 Testing methods for paints — Part 4 : Visual characteristics of 
film — Section 3 : Visual comparison of the colour of paints 

JIS K 5600-5-11 Testing methods for paints — Part 5 : Mechanical property of 
film — Section 11 : Washability 

JIS K 5600-6-1 Testing methods for paints — Part 6 : Chemical property of film — 
Section 1 : Resistance to liquids (General methods) 

JIS K 5600-7-6 Testing methods for paints — Part 7 : Long-period performance of 
film — Section 6 : Natural weathering 

JIS K 5600-7-7 Testing methods for paints — Part 7 : Long-period performance of 
film — Section 7 : Accelerated weathering and exposure to artifi-
cial radiation (Exposure to filtered xenon-arc radiation) 

JIS K 5600-8-6 Testing methods for paints — Part 8 : Evaluation of degradation of 
coatings — Designation of quantity and size of defects, and of in-
tensity of uniform changes in appearance — Section 6 : Assess-
ment of degree of chalking by tape method 

JIS K 5601-1-1 Testing methods for paint components — Part 1 : General rule — 
Section 1 : Common test conditions for paint components 

JIS K 5660 Glossy synthetic resin emulsion paint 
JIS K 5663 Synthetic resin emulsion paint & sealer 

JIS K 5960 Household paint for interior wall 
JIS K 8575 Calcium hydroxide (Reagent) 
JIS R 3202 Float glass and polished plate glass 

3  Terms and definitions 

  For the purpose of this Standard, the terms and definitions given in JIS K 5500 apply. 

4  Classification 

  The classification shall be as follows. 

a) Class 1 Mainly for exterior 

b) Class 2 Mainly for interior 

c) Class 3 Mainly for interior ceiling 

5  Quality 

  The quality shall conform to the requirements specified in Table 1 when tested in 
accordance with Clause 7. 
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