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JAPANESE STANDARDS ASSCCIATION

JAPANESE INDUSTRIAL STANDARD JIS
K 6222-1977

Sulfur Powder for Rubber
(Reaffirmed: 1980)

1. Scope

This Japanese Industrial Standard specifies the sulfur
powder for rubber, hereinafter referred to as the "sul fur

powder", to be used as the vulcanizing agent of rubber.

2. Classification

The sulfur powder shall be classified into the follow-

ing 2 classes according to powder size.

Class 1 ) Class 2

3. Quality

The sulfur powder is light yellowish white in colour,
Crystalline in particle structure, and shall conform to
the requirements specified in Table, when tested in accord-

ance with 5. Test Methods.

Applicable Standard:
JIS Z 880l1-Sieves for Testing Purposes

Reference Standard:

JIS 7z 8203-SI Units and Recommendations for the Use
of their Multiples and of Certain other
Units
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