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JAPANESE STANDARDS ASSOCIATION

JAPANESE INDUSTRIAL STANDARD .
Rubber Inner Tubes for Bicycles JISs
K 6304-1982

1. Scope

This Japanése Industrial Standard specifies the rubber inner tuBes,
hereinafter referred to as the "rubber tubes", to be used for rubber
ﬁneumatic tires for bicycles, hereinafter referred to as the "rubber
tires", specified in JIS K 6302.

Remark: The units and numerical values given in { } in this standard
are in accordance with the International System of Units

(SI), and are appended for reference.

2., Classification

Rubber tubes shall be classified into the following two classes

according to the material used:

(1) Butyl rubber and the equivalent

(2) Natural rubber and the equivalent

Applicable Standards:
JIS D 4207-Tire Valves for Automobiles
4 JIS D 9422-Tire Valves for Bicycles
JIS K 6301-Physical Testing Methods for Vulcanized Rubber
JIS K 6302-Rubber Pneumatic Tires for Bicycles
JIS K 6307-Valve Tubing

Reference Standard:

JIS Z 8203-SI Units and the Use of their Multiples and
of Certain other Units
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