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JAPANESE INDUSTRIAIL, STANDARD | JIS
Reclaimed Rubbers | K 6313-1981
(Reaffirmed: 1986)

1. Scope

This Japanese Industrial Standard specifies the rubbers reclaimed from
used rubbers or the like of automotive tyres and fubes and other rubber pro-
ducts, hereinafter referred to as the "reclaimed rubbers". However, powdery
rubbers shall be excepted.

Remark: The units and numerical values given in { } in this standard
are in accordance with the International System of Units (SI),
and are appended for reference. -

Applicable Standards:
JIS K 1410-Zinc Oxide
JIS K 3341-Fatty Acid
JIS K 6202-Organic Vulcanization Accelerators for Rubber
JIS K 6222-Sulfur Powder for Rubber '
JIS K 6223-Calcium Carbonate._fnr Rubber
JIS K 6300-Physical Testing Methods for Unvulcanized Rubber
JIS K 6301-Physical Testing Methods for Vulcanized Rubber

JIS K 6350-Method of Analysis for Rubber Goods
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2. Classification

The reclaimed rubbers shall be classified as given in Table 1 according to
its material and quality.

Table 1
e Abbreviated
Classification mark Materials
' 1 Rubber for tyre tubes princi-

Natural rubber AN pally made of natural rubber
Reclaimed '
tube rubber : Rubber of tyre tubes princi-

tsobutylene Al pally made of isobutylene-

isopr r r i
prene rubbe 1soprene rubber

Tyre rubber for large automo-

Grade A BT biles such as truck, bus, etc.

Reclaimed or other equivalent rubbers.

tyvre rubber

Tyre rubber for passenger
Grade B BP cars or other equivalent rub-
ber

r—

Other Grade A C1

miﬁilqllaléeuus Rubbers for other than automo-
reclaime - :
rubbers Grade B C 2 tive tyres or tubes.

Remark: The identification of raw rubber contained in reclaimed rubber shall
be in accordance with the method specified in 6.12 of JIS K 6350.

3. Quality

3.1  General Matters The reclaimed rubber shall be homogeneous and
shall not contain coarse grain. Further, the mixing of foreign matters such
as metal piece, wood piece, earth and sand, fiber, etc. shall be vestigial at
most. Irrespective of its use mixed or unmixed, it shall be suited as materials
for manufacture of rubber products.

3.2 Properties The reclaimed rubber shall be tested in accordance with
the testing method specified in 4. and shall conform to the requirements spe-
cified in Table 2. |
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