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UDC 678.673.033
. JAPANESE INDUSTRIAL STANDARD JIS§

Polycarbonate Moulding Materials K 6719-1981

1. Scope

This Japanese Industrial Standard specifies the polycarbonate moulding
materials (1), hereinafter referred to as the "moulding materials".

Note (1) The polycarbonate moulding materials mentioned here are the
carbonate polymers composed of bisphenol-A as the principal
material, and are supplied for use in moulding. However, those
which are added with minute quantity of coloring agent and aux-
iliary agent for moulding process are included, but those which
are mixed with fillers of glass fibers and the like are not included.

Remark: In this standard, units and numerical values given in { }are
‘ in accordance with the International System of Units (SI), and
are appended for informative reference.

Applicable Standards and Reference Standard: See page 6.
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