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Foreword

This Japanese Industrial Standard has been revised by the Minister of
Economy, Trade and Industry based on the provision of Article 14, para-
graph (1) of the Industrial Standardization Act applied mutatis mutandis
pursuant to the provision of Article 16 of the said Act in response to a
proposal for revision of Japanese Industrial Standard with a draft being
attached, submitted by The Japan Iron and Steel Federation (JISF), an
accredited standards development organization. This edition replaces the
previous edition (JIS K 6744 : 2019), which has been technically revised.

However, JIS K 6744 : 2019 may be applied in the JIS mark certification
based on the relevant provisions of Article 30, paragraph (1), etc. of the
Industrial Standardization Act until 19 December 2024.

This JIS document is protected by the Copyright Act.

Attention is drawn to the possibility that some parts of this Standard
may conflict with patent rights, published patent application or utility
model rights. The relevant Minister is not responsible for identifying any
of such patent rights, published patent application or utility model rights.
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JAPANESE INDUSTRIAL STANDARD JIS K 6744 : 2023

Polyvinyl chloride prepainted and laminated metal sheet
and strip

1 Scope

This Japanese Industrial Standard specifies the requirements for the polyvinyl chlo-
ride prepainted and laminated metal sheets, supplied either as sheets (hereafter re-
ferred to as sheets) or as coiled products (hereafter referred to as coils), that are pro-
duced by laminating or prepainting metal sheets (hereafter referred to as base metal
sheets) with a coating material mainly comprised of polyvinyl chloride.

2 Normative references

Part or all of the provisions of the following standards, through reference in this text,
constitute provisions of this Standard. The most recent editions of the standards (in- ...
cluding amendments) indicated below shall be applied.

JIS A 1415

JIS B 7729
JIS G 0202
JIS G 0203
JIS G 0404
JIS G 0415
JIS G 3141
JIS G 3302
JIS G 3303
JIS G 3313
JIS G 3314
JIS G 3315
JIS G 3317
JIS G 3321
JIS G 3323
JIS G 4305
JIS H 4000
JIS K 2203
JIS K 8101

Copyright Japanese Standards Association
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Methods of exposure to laboratory light sources for polymeric material
of buildings

FErichsen cupping testers

Glossary of terms used in iron and steel (Testing)

Glossary of terms used in iron and steel (Products and quality)
Steel and steel products — General technical delivery requirements
Steel and steel products — Inspection documents

Cold-reduced carbon steel sheet and strip

Hot-dip zinc-coated steel sheet and strip

Tinplate and blackplate

Electrolytic zinc-coated steel sheet and strip

Hot-dip aluminium-coated steel sheet and strip

Chromium coated tin free steel

Hot-dip zinc — 6 % aluminium alloy-coated steel sheet and strip
Hot-dip 65 % aluminium-zinc alloy-coated steel sheet and strip
Hot-dip zinc-aluminium-magnesium alloy-coated steel sheet and strip
Cold-rolled stainless steel plate, sheet and strip

Aluminium and aluminium alloy sheets, strips and plates

Kerosine

Ethanol (99.5) (Reagent)
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JIS K 8180 Hydrochloric acid (Reagent)
JIS K 8575 Calcium hydroxide (Reagent)
JIS K 8576 Sodium hydroxide (Reagent)
JIS K 8951 Sulfuric acid (Reagent)

JIS 7 2248 Metallic materials — Bend test
JIS Z 2371 Methods of salt spray testing

3 Terms and definitions

For the purpose of this Standard, the following terms and definitions, and those giv-
en in JIS G 0202 and JIS G 0203 apply.

3.1

chromate-free

sheet or coil not containing hexavalent chromium
3.2

type test

test to verify that the quality of the product satisfies the specified requirements, not
performed upon every delivery but performed on the assumption that stable manufac-
turing conditions have been established
Note 1 to entry Type tests are also performed whenever changes have been made
in the manufacturing conditions that may affect the product

quality, in order to re-verify the conformance of the product qual-
ity to the specified requirements.

Note 2 to entry Type tests are occasionally applied in cases where the test dura-
tion is expected to be long.

4 C(Classification and symbols
4.1 Classification according to application and symbols thereof

The classification of sheets and coils according to the application and symbols thereof
shall be as given in Table 1.
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