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UDC 678,029.4
' JAPANESE INDUSTRIAL STANDARD JIS

Plastic Welding Rods K 6746-1983

1. Scope

This Japanese Industrial Standard specifies the welding rods of
polyvinyl chloride, polypropylene and polyethylene, hereinafter referred to
as the "welding rods", used for welding the products of polyvinyl chloride,
polypropylene and polyethylene.

Remark: The units and the numerical values in { } in this standard
are in accordance with the International System of Units (SI),
: and are appended for reference.

2. Classification

The classification of welding rods shall be as shown in Table 1.

. Table 1.

Classification
Classification Resin Remark
No. 1 Polyvinyl gFor general use
Class 1 chloride '
No. 2 . For foodstuffs appliance
No. 1 For gemeral use
Class 2 . .
No. 2 Polypropylene | For impact resistance
No. 3 For strong impact
No. 1 For low density
Class 3 No. 2 Polyethylene For middle density
. No. 3 For high density
3. Quality
. 3.1 Appearance The surface of welding rods shall be smooth and free from

flaws. It shall not have blister and foreign substance injurious to use.

3.2 Performances The performances of welding rods shall be tested in
accordance with 6. and conform to the requirements specified in Table 2.

Applicable Standards and Reference Standards: See page 8.
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