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. JAPANESE INDUSTRIAL STANDARD JIS
Polyethylene Moulding Materials K 6748-1981
1. Scope
v Thig Japanese Industrial Standard specifies polyethylene (1) moulding
materials, hereinafter referred to as the "moulding materials'. This standard

applies to moulding materials of polyethylene blended with proper antioxidant,

’ lubricants and the like, but does not apply to such special sorts as coloured
material, noncombustible material, carbon black blended material, filler blended
material and the like.

Note (1) Polyethylene herein stated involves straight polymer of ethylene,
copolymer of ethylene and l-olefin monomer of 5 % or less by
mol, and ethylene and non-olefin monomer of 1 % or less by mol

. having carbon, oxygen and hydrogen atoms as the functional group.

Remark: The unit and numerical values given in{ }in this standard
are in accordance with the International System of Units (SI),
and are appended for reference.

Applicable Standard and Reference Standards: See page 5.
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