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JAPANESE INDUSTRIAL STANDARD JIS

Dimensions of Polyamide {(Nylon 6, 66) Sheets and Rods K 6811-1977

1. Scope

This Japaxiese Industrial Standard specifies the dimensions of sheets and
rods principally made of polyamide resin (Nylon 6 and Nylon 66),

2. Symbols of Sheets and Rods of Polyamide Resin (Nylon 6 and Nylon 66)

The symbols of sheets and rods of polyamide resin (Nylon 6 and Nylon 66)
shall be as follows:

_ Molybdenum
Form disulfide Nylon 6 Nylon 66
Non-added 6 NS 66 NS
Sheet | ) 1ded 6 NS-M | 66 NS-M
Non-added 6 NR 66 NR
Rod Added 6 NR-M 66 NR-M

3. Dimensions and Tolerances

The dimensions of sheets and rods of polyamide resin (Nylon 6 and Nylon 66)
shall be as follows: ’

3.1 Sheets The dimensions of sheets shall be as specified in Table 1.

3.2 Rods The dimensions of rods shall be as specified in Table 2.

Applicable Standards:

JIS B 7502=External Micrometers
JIS B 7507-Vernier Callipers
JIS B 7516-Metal Ruler
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