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JAPANESE INDUSTRIAL STANDARD Jis

Acrylonitrile-Butadiene-Styrene (ABS) Sheets K 6873-1975

1. Secope

This Japanese Industrial Standard specifies extrusion moulded ABS resin sheets,
hereinafter referred to as the "sheets',

2, Materials

Principal materials of ABS resin shall be triple polymer or mixed polymer of
acrylonitrile, butadiene and styrene.

3. Classification

Classes of sheets shall conform to as follows according to use.
Class A: General use
Class B: High impact use
Class C: High temperature use

4. Quality

4,1 Physical Property Sheet shall conform to the standard values shown in Table
1, under the test of 5,
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