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. JAPANESE INDUSTRIAL STANDARD J IS

Testing Methods for ABS Resins K 6874-1986

1. Scope

This Japanese Industrial Standard specifies the testing methods for
moulding materials of ABS resins (1).

ket

Furthermore, this applies to ABS resins added with antioxidant, lubricant,
etc. and to those added with colorant, light stabilizer, antistatic agent,
flame retardant, reinforcement such as glass fibre, and the like.

-

Note (!) ABS resins mean the following:

(1) Styrene-acrylonitrile graft-polymerized with diene series
rubber and these mixed with styrene-acrylonitrile copolymer

. resin.

(2) Styrene—acrylonitfile copolymer resin dispersed with diene
series rubber,

(3) Those in which a part or all parts of styrene described in
above (1) and (2) are substituted with styrene derivative,
a part or all parts of acrylonitrile are substituted with
acrylonitrile derivative and methyl methacrylate .and the like
are copolymerized as other component in the resin components.

Remarks 1. This standard may be applied, depending upon agreement
between the parties concerned, to synthetic resin made of
rubber other than diene series rubbers (for example, ASA
resin, AES resin, ACS resin) and to the mixture series of
ABS resin with other resins.

2. The units and numerical values given in { } in this standard
are in accordance with the conventional units, and are the
. standard values.
2. Definition

For the purposes of this standard, definitions of main terms shall be in
accordance with JIS K 6900. :

3. Items of Tests

-~

The items of tests shall be as follows:

(1) Melt flow rate

(2) Specific gravity

(3) Tensile test

(4) Flexural property test
(5) Izod impact test

Applicable Standards, Corresponding Standard and
Reference Standards: See page 4.
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