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JAPANESE INDUSTRIAL STANDARD JIS
Testing Methods for Polytetrafluoroethylene K 6893-1976
Aqueous Dispersion (Reaffirmed: 1979)

1, Scope
This Japanese Industrial Standard specifies the testing methods for poly-
tetrafluoroethylene aqueous dispersion.

Remark: The units and numerical values given in { }in this standard
are in accordance with the International System of Units (SI) and
are appended for informative reference only.

2. Sampling Method
After sufficiently making the contents homogeneous state by several times
repeating the operation of shaking the vessel with upsetting, the sample shall be

taken.

3. General_Matters for Test

3.1 BState of Test Room  Excepting when especially specified, the tempera-
ture and humidity in the test room shall be the standard temperature of Grade 4
(20 + 15°C) and the standard humidity of Grade 3 (65 + 20 %), both of which are
specified in JIS Z 8703,

3.2 Standard State of Sample The sample shall be kept at the measuring
temperature for 1 h and over before the test.

Applicable Standards and Reference Standard: See page 7.
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