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. JAPANESE INDUSTRIAL STANDARD JIS

Polytetrafluoroethylene Powder for K 6896-1974
Molding and Extrusion Materials (Reaffirmed: 1978)

1. Scope

This Japanese Industrial Standard specifies polytetrafluoroethylene
3 powder (!), hereinafter referred to as the "molding power", used for
} compression molding, ram extrusion molding and paste extrusion molding.

¥ Note (!) The polytetrafluoroethylene powder herein means that not

including fillers and pigments.
|
|

Remark: The SHIFUKKAECHIRENJUSHI (Japanese) herein is a conventional
name and its chemical name is polytetrafluoroethylene (PTFE).

. 2. Classification
The classification of molding powder shall be as given in Table 1.

Table 1. Classification of Molding Powder

Class Character

Molding powder for general compression
molding

lding

Molding powder produced as pulverized state
for general compression molding

compression mo
-t
|
w

Molding powder produced as granular state
for general compression molding

Special molding powder for compression mold-
I~4 ing generally made sultable for ram extrusion
. molding

Powder for

Molding powder for paste extrusion molding
made suitable for producing tubes of com-
paratively small size and for coating
electric wire

II - 1

Molding powder for paste extrusion molding
IT - 2 | made suitable for producing tubes of com-
paratively large size and raw tape

Powder for
paste extrusion
molding

o

Applicable Standards and Reference Standards: See page 4.
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