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@ JAPANESE INDUSTRIAL STANDARD J1s

Laminated Thermosetting Decorative Sheets K 6903-1977

1. Scope

| This Japanese Industrial Standard specifies laminated thermosetting decorative
| sheets, hereinafter referred to as the 'decorative sheets!, to be applied to
interior finishing of buildings, vehicles, ships and the like as well as to decora-
tion of household furniture, '

The decorative sheets herein referred to mean laminated thermosetting sheets
| - with decorative surface layers such as those coloured or patterned.

Remark: Units and numerical values shown in { } in this standard are based
on the International System of Units (SI) and are attached for reference.

2. Types

Decorative sheets shall be classified into four types as given in Table 1
according to their applications, and these types shall have their nominal
thicknesses as specified in Table 1, However, nominal thickness of vehicle
application type shall include those of metal layer.

Applicable Standards:

JIS G 3141-Cold Rolled Carbon Steel Sheets and Strip

JIS H 4000-Aluminium and Aluminium Alloy Sheets and Plates, Strip and
Coiled Sheets '

JIS K 6902-Testing Method for Laminated Thermosetting Decorative Sheets
Reference Standard:

JIS Z 8203-SI Units and Recommendations for the Use of Their Multiples
and of Certain Other Units
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