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JAPANESE INDUSTRIAL STANDARD @ JIS K 6912 : 1995

Laminated Thermosetting Sheets

' 1. Scope This Japanese Industrial Standard specifies the laminated thermo-
setting sheets, (hereinafter referred to as “laminated sheets™.)

The laminated sheets mean those which consist of base paper layers bonded
with phenolic resin and epoxy resin, base cloth and asbestos layers bonded with
phenolic resin, base glass cloth layers bonded with phenolic resin, melamine
resin, silicon resin and epoxy resin, and base glass mat layers bonded with
unsaturated polyester resin.

Remarks 1. The standards cited in this Standard are és follows:
JIS C 6481-Test Methods of Copper-Clad Laminates for

. Printed Wiring Boards
JIS K 6911-Testing Methods for Thermosetting Plastics

JIS K 7110-Method of Izod Impact Test for Rigid Plastics

JIS K 7112-Methods for Determining the Density and Specific
Gravity of Plastics

2. Units and numerical values given in { } in this standard are
based on the traditional units, and are attached for reference.

2. Classes, Grades, and Notations The classes, grades and notations of
laminated sheets shall be as shown in Table 1.
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3. Quality The qualities of a laminated sheet shall be tested as prescribed
under 7. and shall conform to the requirements in Table 2. However, a part of
the tests may be omitted according to the agreement between the parties
concerned.
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