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JAPANESE INDUSTRIAL STANDARD : @ JIS K 6916 : 1995

‘ Urea-formaldehyde molding compounds

1. ScoE

This Japanese Industrial Standard specifies the urea-formaldehyde molding com-
pounds,(hereinafter referred to as the "molding compound''.) Molding compound
mentioned in this Standard shall be that which is composed of urea resin as the main
binder and pulp and other fibrous materials as the main basic material and can be
hardened by hot compression after putting it in 2 mold to make molded goods.

Remarks 1. Normative reference to this Standard is as follows:
JIS K 6911 Testing Methods for Thermosetting Plastics

. 2. In this Standard, units and numerical values in { } are based on
the traditional units, and are appended for informative reference.

2. Classification and Mark

Classifications and marks of the molding compounds shall be as shown in Table 1.

Table 1. Classifications and Marks of Urea-Formaldehyde
Molding Compounds

Classification Mark Main use

For general use UM-G | Suitable for the manufacture of molded goods for
general use.

For electrical and | UM-E | Suitable for the manufacture of molded goods of
‘ mechanical uses which primary object is their electrical and
mechanical properties.
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