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. @ JAPANESE INDUSTRIAL STANDARD JIS

Melamine~Formaldehyde K 6917-1977
Molding Compounds (Reaffirmed: 1980)

1, Scope

This Japanese Industrial Standard specifies the melamine-formaldehyde mold-
ing compounds, hereinafter referred to as the "molding materials'. The molding
materials referred to in this standard are defined as the compounds consisting
of base material of pulp or cellulose or similar materials and of binder of
melamine-formaldehyde resin and can make to molded products due to harden-
ing when subjected to pressurizing and heating in the molding die.

Remark: The units and numerical values given in braces { }in this
standard are in accordance with the International System of Units
. (SI) and are appended for reference.

Applicable Standard:
JIS K 6911-Testing Methods for Thermosetting Plastics

. Reference Standard:

JIS Z 8203-SI Units and the Use of their Multiples and of Certain
Other Units
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