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JAPANESE INDUSTRIAL STANDARD (@ JIS K 6917 : 1995

Melamine-formaldehyde
molding compounds

y 1. Scope

This Japanese Industrial Standard specifies the melamine-formaldehyde mold-
‘ ing compounds, (hereinafter referred to as the '"molding materials'). The molding
materials referred to in this standard are defined as the compounds consisting
of base material of pulp or cellulose or similar materials and of binder of
melamine-formaldehyde resin and can make to molded products due to harden-
ing when subjected to pressurizing and heating in the molding die.

Remarks 1. Normative reference to this Standard is as follows:
JIS K 6911 Testing Methods for Thermosetting Plastics
2. The units and numerical values given in { } in this Standard

are based on the traditional units, and are appended for
informative reference.

2. Types and Notations

The types of molding materials and the notations thereof shall be as given
in Table 1.

Table 1. Types of Molding Materials and Notations Thereon

Type Notation Main use (given for reference)

Suitable for general molded

. General use MM-G products.

Suitable for the molded products
MM-E which require mainly electrical or
mechanical properties.

Electrical and
mechanical use

Suitable for manufacture of Table
wares.

Table ware use MM-T

* 3. Quality

The molding materials shall satisfy the quality requirements specified in
Table 2, when tested by the methods specified in 4. The test items, however,
may be partially omitted, if agreed upon between the parties concerned in ac-
ceptance.
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