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Testing Method for Evaluation of the Resistance K 7114-1980
of Plastics to Chemical Substances

1. Scope

This Japanese Industrial Standard specifies the testing method for evaluation
of the resistance of plastics to chemical substances and the like. However,
cellular plastics are excluded.

Remarks 1. This testing method is a method of evaluating the chemical
resistance of plastics by determining the change in mass,
dimensions, and appearance after immersing test pieces in
a testing liquid maintained at 23°C for a specified time.

. For accurate measurement of the change in dimensions,
the thickness of the specimen is preferably 1.0 mm or
larger. Further, because the test results tend to vary
according to the differences in the shape, particularly
thickness, of the test piece, tests for comparison shall be
performed by using test pieces of the same thickness and
the same shape.

2, The units and numerical values shown in { }in this
standard are based on the International System of Units (SI)
and attached for reference.
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Applicable Standards:

s

JIS B 7502-Micrometer Callipers for External Measurement
JIS B 7509-Dial Gauges Reading in 0.001 mm

JIS R 3503-Glass Apparatus for Chemical Analysis

JIS 7Z 8401-Rules for Rounding off of Numerical Values

. Reference Standard:

JIS Z 8203-SI Units and the Use of their Multiples and of Certain Other Units
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