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Methods for Determining the Apparent
Density of Rigid Cellular Plastics K 7222-1985

1. Scope

This Japanese Industrial Standard specifies methods for determining
the apparent density of rigid cellular plasties.

Remark: In order to compare the apparent densities of different
materials or products, shape and size of test pieces, prepa-
ration of test pieces, conditioning of test pieces, test
conditions and atmosphere of test places shall be same in
every case to measure.

Informative Reference: This standard may apply to flexible cellular
plastics if the size of test piece is measur-
‘ ' able with necessary accuracy.

2. Definitions

For the purpose of this standard, the following definition applies.
Other terms and definitions are given in JIS K 6900.

apparent density Mass per unit volume It is represented by
kg/m3,

Applicable Standards:
JIS B 7502-Micrometer Callipers for External Measurement
‘ JIS B 7503-Dial Gauges Reading in 0.01 mm
JIS B 7507-Vernier Callipers
JIS B 7512-Steel Tape Measures
JIS B 7516-Metal Rules
JIS K 6900-Glossary of Terms Used in Plastic Industry

JIS K 7100-Standard Atmospheres for Conditioning and Testing of Plas-
tics'

JIS Z 8401-Rules for Rounding off of Numerical Values

Corresponding International Standard:

ISO 845-Cellular rubbers and plastics - Determination of apparent

' density
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