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Foreword

This translation has been made based on the original Japanese Industrial
Standard established by the Minister of International Trade and Industry
through deliberations at Japanese Industrial Standards Committee in
accordance with the Industrial Standardization Law:

Date of Establishment: 1996-10-20
Date of Public Notice in Official Gazette: 1996-10-21

Investigated by: Japanese Industrial Standards Committee

&’

Divisional Council on High-Molecular
Materials

JIS K 7243:1996, First English edition published in 1997-05

Translated and published by: Japanese Standards Association
4-1-24, Akasaka, Minato-ku, Tokyo, 107 JAPAN ' »

. In the event of any doubts arising as to the contents,
the original JIS is to be the final authority. -

© JSA 1997

All rights reserved. Unless otherwise specified, no part of this publication may be reproduced or
utilized in any form or by any means, electronic or mechanical, including photocopying and microfilm,
without permission in writing from the publisher.

Printed in Japan
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JAPANESE INDUSTRIAL STANDARD JIS K 7243 : 1996

Determination of inorganic chlorine
in epoxide resins

Introduction This Japanese Industrial Standard has been prepared on the base of
ISO/DIS 11376, Plastics — Epoxy resins and glycidyl esters — Determination of

inorganic chlorine, and prepared without making any modification on technical
contents except that stated below.

[The outline of the difference in content of specification]

@ JIS(s) are supplemented in the normative references. @ The definition of epoxide
resins is supplemented in the definitions. @ Four kinds of reagents (such as 2-
butanone, tetrahydrofuran, silver nitrate, and sodium chloride) are supplemented.
@ The clause of precision is additionally specified.

1 Scope This Standard specifies the method for determination of inorganic
chloride in epoxide resins.

Remarks: The International Standard corresponding to this Standard is shown
below:
ISO/DIS 11376, Plastics — Epoxy resins and glycidyl esters —
Determination of inorganic chlorine.
2 Normative references The standards cited in this Standard are listed below:

JIS K 0113 General rules for methods of potentiometric, amperometric, coulometric,
and Karl-Fischer titrations

JIS K 0557 Water used for chemical analysis

; Remarks: ISO 3696, Water for analytical laboratory use — Specification and test
| methods, just corresponds to this Standard

JIS K 7231 General rules for testing methods of epoxide resins and hardeners

JIS K 8005 Reference materials for volumetric analysis

JIS K 8034 Acetone

JIS K 8355 Acetic acid

JIS K 8550 Silver nitrate

JIS K 8839 2-Propanol

JIS K 8900 2-Butanone

JIS K 9705 Tetrahydrofuran
; JIS R 3503 Glass apparatus for chemical analysis
| JIS R 3505 Volumetric glassware

JIS Z 8401

Rules for rounding off of numerical values

3 Definitions For the purpose of this Standard the following principal definitions
apply:
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