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. JAPANESE INDUSTRIAL STANDARD J18
Chloroauric Acid K 8127-1976

HAuCL-4H,0 M=411.85 .

1. Scope

This standard specifies chloroauric acid to be used as reagent chemicals.

4 2. Property

Properties of the sample shall be as follows.

(1) Characteristics Golden to reddish yéllow, deliquescent crystals or lumps.
Very easily soluble in water and ethyi alcohol. Somewhat easily soluble in
ethyl ether.

(2) - Qualitative Reaction To the aqueous solution of the sample add ferrous

sulfate solution and heat; A bfownish yellow gold powder is precipitated.
Also, when silver nitrate solution is added, a white curdy precipitéte solu-
ble in ammonia water is formed.
3. Quality
The sample should be tested by the testing methods described under 4 and the

results should conform to the following specifications.

Quoted Standard:

JIS K 8001-General Rules for Testing Reagent Chemicals
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