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© JAPANESE INDUSTRIAL STANDARD JIS
(:;i[) Calcium Hydroxide (Reagent Chemicals) K 8575-1975
Ca(OH),  M=74.09
1. Scope
This standard is applicable to calcium hydroxide to be used as reagent chemicals,
‘2. Property
Properties of the sample should be as follows.

(1) Charscteristics White powder. Sparingly soluble in water and soluble in

hydrochloric acid or in nitric acid. Sample ebsorbs carbon dioxide from
the air and gradually changes to calcium carbonate.

(é) Qualitative Reaction Dissolve the sample in acetic acid and add to the

solution ammonium oxalate solution. VWhite precipitate is produced.
3. Quality
The sample .should be tested by the testing methods described undexr 4. and the

results should conform to the following specifications.

Extra pure

Substances insoluble in hydrochloric acid % Not more than 0.1

Chloride (CL) % Not more than 0.02
Sulfate (804) 4 Not more than 0.05
Carbonate To pass test

Heavy metals (as Pb) % Not more than 0.004

Iron (Fe) % Not more than 0.02

Substances not precipitated by ammonium

oxalate {sulfate) % Not wmore than 4.0
Arsenic (As) % Not more than 0.00005
Assay % Not less than 95.0
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