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Ammonium Sulfamate (Reagent Chemicals) K 8588-1975

NH4OSOZNH2 M= 114.12

1. Scope
This standard is applicable to ammonium sulfamate to

be used as reagent chemicals.

2. Property
Properties of the sample shall be as follows.

(1) Characteristics
White crystals or crystalline powder. Hygroscopic
and very easily soluble in water. On heating it
decomposes.

{(2) Qualitative reaction
To the sample add water and heat. After cooling, acidify
the solution with hydrochloric acid and add barium chloride
solution. A white precipitate is formed.
Alkalify with sodium hydroxide solution and heat. An odor

of ammonia evolves.

3. Quality
Sample should be tested by the testing methods described
under 4 and the results should conform to the following

specifications.
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