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1. Scope

This standard is applicavle to thiosemicarbazide to be used as reagent

chemicals,
2. Property

The property of the sample should be as follows::

(1) Characteristic +hite crystals or a crystalline powder. Slightly soluble

in water; difficulty soluble in ethyl aleohol. xelts at 180 to 184°C
with decomposition.

(2) wualitative Pest Dissolve 0.35 g by warming with 15 ml of water, then ad“

a mixed solution of 0.5 ml of benzaldehyde and 5 ml of ethyl alcohol and
shake vigorously. Filter the precipitate (benzaldehydethiosemicarbazone)
formed, dissolve it in ethyl alcohol and re-crystallize it.
elting point of the re-crystallized precipitate is about'160°c.
3. Quality
The sample éhould be tested by the methods described under 4 and the resilts

should conform to the following specifications.

Extra grade
#iscibility with water to pass test
solubility in methyl alcohol to pass test
fznition residue (as sulphate) % ~ less than 0.1
assay % more than 95.0

4, ‘lests

The test for the sample should be pertormed by the wmethcds sp=cified as
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