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1. Scope

JAPANESE INDUSTRIAL STANDARD

Hegnesium Powder

A=24.32

UDC 546.46-4:669.721+492.2

JIS

K 8876-1361

This standard is applicable to magnesiun powder to be used as reagent

chemicals.

2. _Property

The yagéerty of the sam-le should be as follows:

(1) Gharscteristic

A silver white, lustrous powder.

a white luminous light.

On strong heating, it nghs with

In moist air, it is oxidized and loses

lustre. Soluble in hydrochloric acid or in sulphuriec acid with

{
evolution of Jydrogen: easily soluble in nitric acid.

(2) Qualitative test

Dissolve the sample in hydrochleric acid, add ammonium chloride

solution and ammonia water, and then add sodium vhosshate dibasic

solution. A white crystalline precipitate is formed.

3. Ruality

The sample should be tested by the methods described under 4 and the results

should conform to the following spécifications.

Extra Grade

womnnn grade

Silicon (Si) ¢
Copuer (Cu) %

Iron {Fe) %
Aluminum (41) %
Crignard's reaction

Assay S

Less than 0.905
less than 0.01
less than 0.03
less thnn 0,02
to pass test

more than 395.0

less than 2.03

less than 9.75

more than yhcuments
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