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Standard adjacent fabrics for stalning of L 0803-1992
colour fastness test

1. Scope

-~ This Japanese Industrial Standard specifies the standard adjacent
fabrics to be used in colour fastness tests,

% Remarks 1., The standards cited in this standard are as follows:

JIS L 0844-Testing Methods for Colour Fastness to Washing
and Laundering

JIS L 1096-Testing Methods for Fabrics

2. The international standard corresponding to this Standard

. is as follows:

IS0 105/F Textiles - Tests for colour fastness
Part F: Standard adjacent fabrics

3. The units and numerical values given in { } in this
standard are based on the traditional units and are
appended for informative reference.

2. Calssification

The standard adjacent fabrics shall be classified as given in Table 1
depending on the kind of fibers.
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