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Testing Methods for Colour Fastness L 0856-1983
to Bleaching with Hypochlorite

1. Scope

This Japanese Industrial Standard specifies the test methods for colour
fastness of dyed textiles to bleaching with hypochlorite. This standard
covers the methods applicable mainly to the textiles of natural and re-
generated cellulose fibre.

-%

2, Principle

A test specimen is treated with sodium hypochlorite solution following
the specified procedure, and, after it is rinsed and dryed, the change in
'S colour appearing on the specimen is assessed by comparison with the grey
' scale for assessing change in colour.

3. Classification

The test is classified into two methods, mild test and severe test,
which are given in Table below. Either one or both of the two methods to be
adopted shall be determined according to the intended purpose.

Table. Tests with Hypochlorite, Classification and Conditions

Test solution
Classification | Available Tempeorature quu.or Tifne
. C ratio min
chlorine pH
g/l
Mild test 0.5
11 £0.2 252 50 : 1 60
. Severe test 2.0
. Applicable Standards: See page 4.
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