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1. Scope

This Standard specifies cotton wadding.

2.-- " Classification
Cotton Wadding shall be classified into the following four grades.
> (1) Special grade - ' )
(2) First grade
© (3)  Second grade

~Q (4) Mixture of cotton and polyester

3. Quality

The quality of cotton wadding of the above grades shall meet the
requirements specified in Tablé 1. .

Apphcable Standards 7 7 7
JIS L 1030- -Testing Methods for Quantltatlve Ana1y31s of Fibre Mlxtures :
L JIS Z 8703 Standard Atmospherlc Conditions for- Testmg

JIS Z 8722 Methods of Measurement for Colour of Reflecting or
,.‘ ’ Transmitting Objects
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