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JAPANESE STANDARDS ASSOCIATION

JAPANESE INDUSTRIAL STANDARD JIS

L 3505-1977
Lining Cloths of
(Reaffirmed: 1982)
Chemical Fibre for Suiting

1. Scope

This Japanese Industrial Standard specifies the lining
cloths made mainly from chemical fibre yarns(') for suiting,

ot
hereinafter referred to as the lining clothgf

Note (hH The chemical fibre yarns mentioned here implies
the filament and spun yarns (including the
mixture yarns) of viscose rayon, cupraammonium
rayon, acetate, nylon, vinylon, vinylidene,
polyvinyl chloride, polyester, acrylic, modacrylic,
polyethylene, polypropylene, and polyurethane.

Remark: The units and numerical values given in
{ } in this standard are in accordance with

the International System of Units (SI),
and they are appended for Reference.

2. Quality Requirements

2.1 The lining cloths shall have high quality, free from
noticeable weaving defects, hole, tear and other defects,

and shall have been finished well.

2.2 The lining cloths shall prove themselves to have
the properties specified in Table 1, when supjected to the

tests specified in 4.

Applicable Standards and Reference Standard: See page 7.
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