JIS Lxb418 92 ER 4933608 0508L10 23- W

UDC 677,054.82

JAPANESE INDUSTRIAL STANDARD

Take-up strips for looms

JIS L 6418+

Translated and Published
. by

Japanese Standards Association

Documents

Printed in Japan



http://www.avadocuments.com/doc/jis-l-6418-0
http://www.avadocuments.com/doc/jis-l-6418-0

JIS Lxb418 92 B 4933608 0508L11 172 WE

In the event of any doubt arising,
the original Standard in Japanese is to be final authority.

Documents

Document Sharing Hub

Copyright by the Japanese Industrial Standards
Fri Sépulibto8EnROEkLails: JIS L 6418 0


http://www.avadocuments.com/doc/jis-l-6418-0
http://www.avadocuments.com/doc/jis-l-6418-0

JIS LxE418 92 W@ 4933L08 0508L1l2 009 WA

UDC 677.054.82
JAPANESE INDUSTRIAL STANDARD JIS
. Take-up strips for looms L 6418-1992

1. Scope

_ This Japanese Industrial Standard specifies take-up strips for use in the looms specified
in JIS L 6205 (hereafter referred to as the "strips").

Remarks:1. The following Standards are cited in this Standard.

JIS B 7502 Micrometer Callipers for External Mecasurement

JIS B 7507 Vernier Callipers

JISG 3141 Cold Rolled Carbon Steel Sheets and Stﬁp

JIS G 4305 Cold Rolled Stainless Steel Plates, Sheets and Strip

JIS K 6200 Glossary of Terms Used in Rubber Industry

JIS K 6301 Physical Testing Methods for Vulcanized Rubber
. JIS L 6205 Standard Working Widths of Looms

JIS R 6251 Abrasive Cloths

2. The units and numerical values given in { } in this Standard are based
on the traditional units and are appended for informative reference.

2. Classification
Strips are classified as given in Table 1 according to the material.

Table 1. Classification of strip

Class Material

Steel strip Cold rolled steel strip

. Stainless steel strip | Cold rolled stainless steel strip

Rubber strip Basic cloth one side or both sides of which is covered with thick rubber

‘ Abrasive cloth sirip | Abrasive cloth

3. Shapes and dimensions

The shapes and dimensions of strips shall be as given in Tables 2 to 4 according to the
class.
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