STD.dIS P 340L-ENGL 1997 MM 4933508 0549550 521 B

JIS

JAPANESE
INDUSTRIAL
STANDARD

Translated and Published by
Japanese Standards Association

® JIS P 3401
Kraft papers

ICS 85.080
Descriptors : kraft paper, paper, packaging
Reference number ; JIS P 3401 : 1997 (E)

ﬁos.lments


http://www.avadocuments.com/doc/jis-p-3401-1997
http://www.avadocuments.com/doc/jis-p-3401-1997

STD.JIS P 3Ju0l-ENGL 1997 EH 48533608 054955} 46& N

P 3401 : 1997

Foreword

This translation has been made based on the original Japanese Industrial
Standard revised by the Minister of International Trade and Industry
through deliberations at Japanese Industrial Standards Committee in
accordance with the Industrial Standardization Law. Consequently,
JIS P 3401 : 1992 is replaced with this Standard, and JIS P 3412 : 1976
was withdrawn to be consolidated under this Standard.

Date of Establishment: 1954-06-26

Date of Revision: 1997-10-20

Date of Public Notice in Official Gazette: 1997-10-20
Investigated by: Japanese Industrial Standards Committee

Divisional Council on Consumer Life

JIS P 3401:1997, First English edition published in 1998-03

Translated and published by: Japanese Standards Association
4-1-24, Akasaka, Minato-ku, Tokyo, 107-8440 JAPAN

In the event of any doubts arising as to the contents,
the original JIS is to be the final authority.
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JAPANESE INDUSTRIAL STANDARD ) JIS P 3401: 1997

Kraft papers

1 Scope This Japanese Industrial Standard specifies kraft papers to be used for
various paper bags.

Remarks: The units and numerical values given in { } in this Standard are based
on the traditional units, and appended for informative reference.

2 Normative references The following standards contain provisions which, through
reference in this text, constitute part of provisions of this Standard. For the re-
ferred standards, the latest edition (including amendment) shall be applied.

JIS B 7512 Steel tape measures
JIS B 7516 Metal rules

JIS P 8110 Paper and board —~ Saempling for testing

Remarks: ISO 186:1994 Paper and board—Sampling to determine average qual-
ity, is equivalent to JIS P 8110.

JIS P 8111 Conditioning of paper and paperboard for test
JIS P 8113 Paper and board — Determination of tensile properties

Remarks : IS0 1924-1:1992 Paper and board—Determination of tensile prop-

erties—Part 1: Constant rate of loading method, is equivalent to JIS
P 8113.

180 1924-2:1985 Paper and board—Determination of tensile prop-

erties—Part 2 : Constant rate of elongation method, is equivalent to
JIS P 8113.

JIS P 8116 Paper and board — Determination of tearing resistance

Remarks: IS0 1974:1990 Paper—Determination of tearing resistance (Elmendorf
method), is equivalent to JIS P 81186,

JIS P 8117 Testing method for air permeability of paper and paperboard

JIS P 8118 Testing method for thickness and bulk density of paper and paper-
board

JIS P 8120 Testing method for fibre composition of paper

JIS P 8122 Testing method for Stiockigt sizing degree of paper
JIS P 8124 Determination of basis weight of paper

JIS P 8132 Testing method for stretch of paper and paperboard

JIS P 8135 Testing method of wet tensile breaking strength of paper and paper-
board

JIS P 8147 Method for determining coefficient of friction of paper and board

JIS P 8148 Testing method for diffuse blue reflectance factor of paper and board
(ISO brightness)

Remarks : ISO 2470 :1977 Paper and board—Measurement of diffuse blue re-
| flectance factor (ISO brightness), is equivalent to JIS P 8148,
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