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1. Scope

This Japanese Industmal Standard specifies corrugsating media used in
manufacturing corrugated boards, hereafter referred to as the "media".

Remark: The units and numerical values shown in { }in this Standard
- are based on the International System of Units (SI).

2, Clas siﬁcatioﬁ

Media shall be classified into three classes, A, B and C according to the
breaking strength (machine direction), and crushing strength devided by
the grammage, and the indicated grammage for each class shall be as given

in Table 1, | .
Table 1 . -
| Class A l B C
Classification ndicated —
. grammage | 115, 120, 125, 160, 180
g /mé? |

Applicable Stan'dards:' |

J15 P 8110-Method for Sampling Paper for Testi-ng-
JIS P 8113-Testing Method for Tensile Strength of Paper and Paperboard

JIS P 8118- Testing Method for Thlckness and Bulk Denslty of Paper
- and Paperboard

JIS P 8124-Determination of Basis Weight of Paper

JIS P SlZB—Méthnd of Test for Ring Crush of Paperboard |
JIS P 8127-Testing Method for Moisture in Papers and Paperboards
JIS Z 1511-Gummed Paper Tapes (for Packaging)

JIS Z 1523-Pressure Sensitive Adhesive Paper Tapes

JIS Z 8401-Rules for Rounding off of Numerical Values

Reference Standard:

JIS Z 8203-SI Units and the Use of thelr Multlples and of CEI‘tﬂlIl
| - other Units
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