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. JAPANESE INDUSTRIAL STANDARD JIS
Testing Method for Methoxyl P 8013-1976
Groups in Pulpwood (Reaffirmed: 1985)
1. Scope

This Japanese Industrial Standard covers the testing method for methoxyl
groups in pulpwood.

2. Principle

This method is intended for determining methyl iodide, which is produced
by decomposing methoxyl groups with hydroiodic acid, by making it absorbed
in the acetic acid solution of potassium acetate containing bromine.

. CH,0~+HI—-CH,I
CH,I+Br,=CH,Br+IBr
1Br+2Br,+3 H,0=HIO,+5 HBr

Applicable Standards:
JIS K 8102—than01 (95)
JIS K 8264-Formic Acid
JIS K 8355-Acetic Acid

. JIS K 8363-Potassium Acetate
JIS K 8372-Sodium Acetate, Anhydrous
JIS K 8529-Bromine
JIS K 8550-Silver Nitrate .
JIS K 8659-Soluble Starch
JIS K 8798-Phenol
JIS K 8917-Hydroiodic Acid
: JIS K 8961-Cadmium Sulfate n Hydrate
JIS P 8001-Sampling and Preparation method for Analysis of Pulpwood
' JIS P 8002-Testing Method of Moisture in Sample for Analysis of
Wood for Pulp
JIS 7 8401-Rules for Rounding off of Numerical Values
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