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‘ JAPANESE INDUSTRIAL STANDARD JIS
Testing Method for Density of Pulpwood . P 8014-1976
and Woodchips (Reaffirmed: 1985)
1. Scope

This Japanese Industrial Standard specifies the testing method for density
of pulpwood and woodchips.

Remarks 1. The density mentioned herein means the absolute dry
mass per unit volume in the case where the volume of wood
or chips are largest (or the water content is not less than
the fiber saturation point and the swelling is largest).

2, The units and numerical values given in { } in this Standard
are based on the International System of Units (SI) and
are appended for informative reference.

‘ 2. Principle

This test method shall be as follows: Find the mass (g) of water equal in
volume to the largest volume of sample by buoyancy measurement in water.
Regard this numerical value as volume (ml) to measure the absolute dry mass
per unit volume.

3. Apparatus and Instruments

(1) Weigh Scale Weighing capacity 10 to 15 kg, and reciprocal sensibility
1 g (of table platform weighing machine type, Fig. 1).

Fig. 1. Weighing Machine
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Applicable Standard:

‘ JIS Z 8401-Rules for Rounding off of Numerical Values
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