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JAPANESE INDUSTRIAL STANDARD JISs

Conditioning of Paper and Paperboard for Test P 8111-1976
(Reaffirmed:1984)

1. Scope

This Japanese Industrial Standard specifies the conditioning of paper
and paperboard for test under the standard conditionms.
The standard conditions shall be considered the temperature of 20%2°C
and the humidity of 65%2%.
Remark: In this Standard the particulars in { } are in accordance
with the International System of Units (SI) and given for

reference only.

2. Conditioning of Sample

Suspend the sample so that its entire surface is exposed to the air
conforming to the above requirements. For this purpose circulate in the
testing room the air which meéts the conditions and wmaintain constant the
temﬁerature and humidity. The conditioniﬁg time for the sample shall be
a time required for the moisture content of the sample to reach an equilibrium
witﬂ the air conforming to the requirements and this required time shall
be determined by leaving the sample until the variation in its mass is
reduced to 0.17% or less (l). If‘the air circulates sufficiently, the

conditioning time requiréd may be four hours enough for a paper of

ordinary grammage and composition. However, certain classes of hard

Applicable Standard:

JIS Z 8806 Method of Humidity Measurement
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