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JAPANESE STANDARDS ASSOCIATION

UDC 676.2.001.4

Testing Method for Stockigt Sizing J IS

Degree of Paper P 8122-197¢
(Reaffirmed 1979)

1. Bcope

This Japanese Industrial Standard specifies the method for measuring the

Stockigt sizing degree (waterproof property) cf paper.

2. Apparatus and Reagent

Stop watch

Laboratory dish (Schale)

Pipetie

Reagent: The solution of 2 % ammonium thiocyanate (JIS K 9000)
and the solution of 1 % ferric chloride (special clasg of

JIS K 8142) shall be prepared, and they shall be stored

in brown glass hoftles.

3. Tesl Piece
Ten sheets of test piece of 50 mm square in size without folds, wrinkle,

water mark and stain shall be sampled from different parts of a test paper, and
shall be subjected to the pretreatment under the conditions specified in JIS

P 8111 (Conditioning of Paper and Paperboard for Test).

Applicable Standard:
JIS- P 8111-Conditioning of Paper and Paperboard for Test
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