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Method of Test for Ring Crush P 8126-1987
of Paperboard

1., Scope

This Japanese Industrial Standard specifies the method of test to measure the
compressive strength of the definite-sized ring made by paperboard of not more
than 1 mm in thickness when applying load in its axial direction.

: Remark: In this standard the units and numerical values in { } are in
accordance with the conventional units, and are standard values.
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2. Definitions

The definition of main terms used in this standard shall be as follows, other
‘ than those specified in JIS P 0001 and JIS Z 8103:

(1) beam type Method to measure load by using the beam of girder type.

(2) load-cell type Method to measure load by using a load-cell.

(3) load-cell Load transducer that generates the electric signal corresponding
to force or mass.

3.  Apparatus and Devices

Apparatus and devices shall be composed of a compressive tester, hereinafter
referred to as the "tester", a holder of a test piece, a punching cutter for a test
piece, and others. :

Applicable Standards:

JIS B 7721-Tensile Testing Machines

JIS B 7733-Compression Testing Machines

JIS P 0001-Glossary of Terms Used in Pulp and Paper Industry

JIS P 8111-Conditioning of Paper and Paperboard for Test

JIS Z 8103-Glossary of Terms Used in Instrumentation

JIS Z 8401-Ruless for Rounding off of Numerical Values
Reference Standard:

. JIS Z 8203-SI Units and the Use of their Multiples and of Certain
other Units
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