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UDC 676.2.017.435
. JAPANESE INDUSTRIAL STANDARD JIS

Testing Method for Surface P 8129-1976
Strength of Paper and Paperboard (Reaffirmed: 1984)

1. Scope

This Japanese Industrial Standard provides the method for measuring
the surface strength of coated or uncoated paper and paperboard.

. Remark: The units and numerical values given in { } in this standard
! are in aecordance with the International System of Units (SI),
and are appended for reference.

2. Test Method

In this test is included two methods: One the method using wax and the
‘ other the method employing the IGT printability tester.

2.1 Method Using Wax This method is such that the waxes bearing the
serial numbers with increasing adhesive powers are melted and pressed onto
the paper surface and, after cooling, they are pulled from the paper surface.
The highest number of wax which does not disturb the paper surface is deter-
mined as the surface strength of the paper. This method, however, is not
applicable to highly absorptive paper such as blotters and roofing felt, bulky
felty paper and coated paper containing thermoplastic resins in the coating
adhesive.

Applicable Standards:
JIS K 2201-Gasoline for Industrial Purpose
. JIS P 8111-Conditioning of Paper and Paperboard for Test

JIS Z 8401-Rules for Rounding off of Numerical Values
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