JIS Px8L4b 7L W 4933608 00LY94S 7 I ——

“JIS

~

UDC 676.2.017.65

JAPANESE INDUSTRIAL STANDARD

Testing Method for
Grease Resistance of Paper

JIS P 8146-m

“we

Translated and Published
by

Japanese Standards Association

Documents
Printed in Japan | 48

P 844! document details: JIS P 8146 0


http://www.avadocuments.com/doc/jis-p-8146-0
http://www.avadocuments.com/doc/jis-p-8146-0

JIS Px81Y4b 7L MM 4933608 0067950 3 MM

P

Translation without guarantee
In the event of any doubt arising, the original
standard in Japanese is to be evidence

Documents

Document Sharing Hub

Copyright by the Japanese Industrial Standards
Fri Sépulid2:4bn3hR0ktails: JIS P 8146 0


http://www.avadocuments.com/doc/jis-p-8146-0
http://www.avadocuments.com/doc/jis-p-8146-0

