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JAPANESE STANDARDS ASSOCIATION

JAPANESE INDUSTRIAL STANDARD JIS
Method of Testing Water Content P 8203-1876
of

Sample of Paper Pulp

1. Scope

This Japanese Industrial Standard specifies the methed of testing

water content of sample of paper pulp. This test is intended to calculate
the bone dried mass of each sample in each test. Each test common to the

samples may be performed simultaneously or separately as required.

2. Apparatus

(lj Weighing Bottle:
Flat or cylindrical form specified in JIS R 3503 (Glass Apparatus
for Chemical Analysis).
{2) Chemical Balance:
Weighing capacity of 100 - 200g and sensibility of 1 mg.
(3) Drying Oven:
Capabie uflmaintaining a constant temperature of 105 + 3°C.

(4) Desiccator:

Specified in JIS R 3503, preferably used with activated alumina

as desiccant.

3. Sample

The sample shall be taken in accordance with the procedure prescribed

Applicable Standards: JIS P 8201 Method of Sampling Pulp for Paper
JIS R 3503 Glass Apparatus for Chemical Analysis

JIS Z 8401 Rules for Rounding off of Numerical Values
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