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@ JAPANESE INDUSTRIAL STANDARD JIS
Porcelain Crucibles for R 1301-1987
Chemical Analysis

1. Scope

This Japanese Industrial Standard specifies the body and cover of a porcelain
crucible used for chemical analysis, hereinafter referred to as the "crucibles".

2. Symbols and Service Temperature

The symbols and service temperature of crucibles shall be as shown in Table

1.
Table 1
Symbol Service temperature °C
PC 1 1100
Remark: The service temperature here
means the temperature at
which the crucible can stand
long hours' usage in the air.
3. Quality
3.1 Appearance Crucibles shall be correct in shape and be free from defects

harmful to use, such as crack, fissure, glaze scar, adhering substance, etc.

3.2 Characteristics The characteristics of crucibles shall be examined
according to the test methods of 5 and the results shall meet the requirements
shown in Table 2.

Applicable Standards:
JIS B 7507-Vernier Callipers

JIS Z 8801-Test Sieves
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